








L-42 Surveillance Panel Meeting 

Automation Alley 

Troy, MI 

Nov 6, 2013 

11am-12pm 

 



Agenda 

Call to Order 

Membership Review & Update/Agenda 

Approval of Meeting Minutes 

Reference oil 116-1 replacement 

 TMC 117 data review 

Axle Availability 

Current Inventory vs. L-42-1 Test Timing  

New/Open Issues 

Adjournment 
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Approval of Meeting Minutes 

SP Meeting Minutes 

 “20130814_SP”  Aug 14, 2013 – Warrendale, PA 
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Reference Oil 116-1 Replacement 

SP looked at reference data, run numbers, labs, and 

batch numbers in Aug. 2013 

 

SP asked for matrix to be run on TMC oil 117 (Demo oil 1-

B).   

 2 runs/lab 

 

Data to be compared to historic data to determine a plan 

for correction factors/acceptance bands. 

Set fixed pass/fail criteria option tabled for L-42-1 development. 
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Oil 117 Information Run Results 
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Average Ratings 
17.2% Scoring Pinion* 
10.2% Scoring Ring* 
 
*Coast Side 

Viscosity Grade PRI QPL # Meeting # Coating  Test Type axle batch test lab Run date Run number 
% Scoring 
Coast Side 
of Pinion 

% Scoring 
Coast Side 

of Ring 

reference 
test 1 
pinion 
scoring 

reference 
test 2 
pinion 
scoring 

reference 
test 3 
pinion 
scoring 

% Scoring 
Coast Side 
of Pinion 
(Ref. Oil) 

reference 
test 1 ring 

scoring 

reference 
test 2 ring 

scoring 

reference 
test 3 ring 

scoring 

% Scoring 
Coast Side 

of Ring (Ref. 
Oil) 

80W-90 0514 165/EC/06 Green Standard P4L806 Intertek 1/4/2012 TB1-0034 14 8 22 19 25 22 13 8 11 11 

80W-90 0511 165/EC/03 Green Standard P4L806 Intertek 3/14/2012 TB1-0073 22 13 20 29 27 25 16 21 22 20 

80W-90 0480 162/EC/06 Green Standard P8L119 EV 7/20/2011 2A-675 15 6 27 24 25 25 15 13 14 14 

80W-90 Not Applied For 158/EC/03 Green Standard P8L119 EV 7/29/2010 2A-553 22 12 28 25 24 26 16 14 14 15 

80W-90 0411 157/EC/08 Green Standard P8L119 EV 4/27/2010 2A-508 13 7 23 24 27 25 13 14 18 15 

80W-90 Not Applied For 156/EC/17 Green Standard P4L806 SR 10/17/2008 03-0391 17 12 25 16 24 22 17 11 16 15 

80W-90 Not Applied For 156/EC/09 Green Standard P4L806 SR 1/21/2009 03-0432 14 7 16 17 16 16 11 14 10 12 

80W-90 0381 155/EC/08 Green Standard P8L119 EV 9/30/2009 2A-378 21 12 26 26 24 25 16 16 14 15 

80W-90 0383 155/EC/06 Green Standard P8L119 EV 9/25/2009 2A-370 18 13 26 26 24 25 16 16 14 15 

80W-90 0379 155/EC/04 Green Standard P8L119 EV 9/24/2009 2A-368 21 12 26 26 24 25 16 16 14 15 

80W-90 0364 154/EC/10 Green Standard P8L119 SR 7/13/2009 03-0457 20 14 25 20 22 22 17 16 16 16 

80W-90 Not Applied For 152/EC/07 Green Standard P1L806 SR 12/15/2008 03-0415 10 6 27 21 19 22 20 14 12 15 

80W-90 Not Applied For 152/EC/05 Green Standard P1L806 SR 12/2/2008 03-0409 15 12 27 21 19 22 20 14 12 15 

80W-90 Not Applied For 151/EC/18 Green Standard P1L806 SR 10/20/2008 03-0392 16 12 25 16 24 22 17 11 16 15 

80W-90 Not Applied For 151/EC/16 Green Standard P1L806 SR 10/15/2008 03-0389 9 5 25 16 24 22 17 11 16 15 

80W-90 0405 157/EC/10 Green Standard P8L119 EV 4/28/2010 2A-510 17 8 23 24 27 25 13 14 18 15 

  96624-L42     117 C1L680 D 20131008 2A 1101 14 6 26 28 28 27 12 15 18 15 

  96626-L42     117 C1L680 D 20131010 2A 1107 19 10 26 28 28 27 12 15 18 15 

  96630-L42     117 C1L680 B 20131004 286 762 23 16 21 28 20 23 13 15 13 14 

  96631-L42     117 C1L680 B 20131004 286 763 16 8 21 28 20 23 13 15 13 14 

  96618-L42     117 C1L680 A 20131029 03A 0164 15 10 18 14 14 15 9 8 8 8 

  96619-L42     117 C1L680 A 20131029 03A 0165 16 11 18 14 14 15 9 8 8 8 

  117 Average               17.2 10.2                 



Axle Availability 

Industry batch order confirmed participating labs receiving all 
axles, as of Mon. Nov. 5, 2012 

• 10% less than originally ordered (due to production losses) 

 

 

 

 

 

 

 

Concern in Aug. SP meeting over future availability vs. L-42-1 
development. 

 

No quote yet for purchasing another Dana Model 44 batch. 

 

 

Customer P.O. Qty Actual Qty 

Afton 329 297 

Lubrizol 194 175 

Southwest 220 198 
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New/Open Issues 

Anything? 
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Thanks! 
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