
23
A

U
G

01
01

O
C

T
01

01
A

P
R

02
01

O
C

T
02

01
A

P
R

03
01

O
C

T
03

01
A

P
R

04
01

O
C

T
04

01
A

P
R

05
01

O
C

T
05

01
A

P
R

06
01

O
C

T
06

01
A

P
R

07
01

O
C

T
07

01
A

P
R

08
01

O
C

T
08

01
A

P
R

09
01

O
C

T
09

01
A

P
R

10
01

O
C

T
10

01
A

P
R

11
01

O
C

T
11

01
A

P
R

12
01

O
C

T
12

01
A

P
R

13
01

O
C

T
13

01
A

P
R

14
01

O
C

T
14

01
A

P
R

15
01

O
C

T
15

01
A

P
R

16
01

O
C

T
16

01
A

P
R

17
01

O
C

T
17

01
A

P
R

18
01

O
C

T
18

01
A

P
R

19
01

O
C

T
19

01
A

P
R

20
01

O
C

T
20

01
A

P
R

21
01

O
C

T
21

01
A

P
R

22
01

O
C

T
22

01
A

P
R

23
01

O
C

T
23

01
A

P
R

24
01

O
C

T
24

01
A

P
R

25

S
ta

nd
ar

d 
D

ev
ia

tio
n 

U
ni

ts

3430
3200
2970
2740
2510
2280
2050
1820
1590
1360
1130

900
670
440
210
-20

COUNT IN COMPLETION DATE ORDER

0 3
3
0

6
6
0

9
9
0

1
3
2
0

1
6
5
0

1
9
8
0

2
3
1
0

2
6
4
0

2
9
7
0

3
3
0
0

3
6
3
0

3
9
6
0

4
2
9
0

4
6
2
0

4
9
5
0

5
2
8
0

5
6
1
0

CUSUM Severity Analysis 

EOEC - POLYACRYLATE INDUSTRY OPERATIONALLY VALID DATA

FINAL REFERENCE POLYACRYLATE VOLUME CHANGE AVERAGE

 23APR25:20:01


